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www.sgs.com

  Member of the SGS Group (SGS SA)

AP LANKA (PVT) LTD 
416/5, LEYLAND ROAD 
HOMAGAMA-10200 
LK 
CONTACT PERSON   : HARSHA DULIP 

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS : 

SAMPLE DESCRIPTION MODIK ALUMINUM WALL MOUNTING BOX ENCLOSURE  

PART NO -775 030 

COLOUR RAL 7035 

SAMPLE RECD ON 05/05/2024 TESTING PERIOD : 10/05/2024-10/05/2024 

TEST(S) REQUESTED    POWDER COATING THICKNESS 

 COATING THICKNESS  TEST   : 

Test Method  :   ASTM D 7091 :  2022 / By DFT Meter. 

Observations                :   

Location 
Observations 

(in Micron) 
Sample Photograph 

1 90.5 

2 89.9 

3 97.4 

4 86.1 

5 77.8 

6 82.2 

7 78.0 

8 103 

9 82.4 

10 76.7 

Average 86.4 Micron 

Note :   Test performed as per the conditions given by the customer. 

***END OF REPORT*** 

Nilesh P Kusal 
 Authorised Signatory 

Email your Test Report Related Enquiries at Feedback.trp@sgs.com 
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